TEJ

Industrial Vision Systems

Innovation  Knowledge  Success

Tej Control Systems Pvt. Ltd.  Plot no 329/331, Satish Ind Engg, Road no 25, Wagle Ind Estate.
Thane (W). Mumbai, India Ph : +91 22 25838191 to 97 Fax:+91 22 25838199

www.tejivs.com




$

%&

##

% -

%




9% -




Dent on gasket
Cut on gasket
Scratch on gasket
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BELOW SHOWS THE CAMERA RESULT FOR OK AND BAD SAMPLE S:
OK SAMPLE FOR COPPER GASKET:
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OK sample OK sample

BAD SAMPLE FOR COPPER GASKET:

BAD sample (burr and oatsample)

BAD sample (burr on sample)




BAD sample (cut sample) BAD sample (scratch on sample)

OK SAMPLE FOR STEEL GASKET:
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OK sample OK sample




BAD SAMPLE FOR STEEL GASKET:
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BAD sample (scratch on sample) BAD sample (Dent on sample)
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BAD sample (black spot on sample) BAD sample (Cutsample)

CONCLUSION:

Camera System is able to check for all the defpm@meters with a good degree of accuracy and

consistency is required by the client.
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